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TEST REPORT

15, Jongga-ro, Jung—gu, Ulsan, 44412, Korea TEL 82-52-220-3000 FAX 82-52-220-3001
Report No : TAK-2021-036041 Receipt Date : 2021.03.05.
Representative : Jong—Chul Lee Test Completion Date : 2021.03.26.
Company name : KUKIL INNTOT CO.,LTD.

Address . 17, Tapgeol-Gil, Ungchon-Myeon, Ulju—Gun, Ulsan, Korea.

Sample name : SILICON RUBBER(#75, -2, +5)

Test Results

- TEST ITEM UNIT SAMPLE RESULT TEST METHOD
Color - degree | - 0.1 below | KS M 6613 : 2017
Consumption of KMnO « mg/L = 0.5 KS M 6613 : 2017
Decreased Quantity of Total = )
Residual Chiorne y mg/L 0.10 | KS M 6613 : 2017
Odor and Taste I B e | No Defegt KS M_6613 1 2017
rh kB s [ W aae ThNe 'EAIHISEJ g(f) 1%n\f;g(nment
_ a Notice -
Pb mg/L Not Detected Hygiene and Safety
_________ N i 1 Standards)
Thl\? I;{hms'\tlr (Z)(f) 1%m4|;(2)(nment
- a Notice NO.2018-
Cd mg/L Not Detected Hygiene and Safety
Standards

Thl\? I:/linis'\tlr (2){) 1I%n\gi;g(nment
a Notice

Not Detected | {4y siene and Safety
Standards)

The Ministry of Enwronment

_ a Notice NO.2018-17
As mg/L Not Detected | {\y iene and Safety
Standards)

The Ministry of Envnronment

B a Notice NO,2018-17(
Cr6+ mg/L Not Detected Hygiene and Safety

Standards)

Hg mg/L -

-
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Reviewed by Ki-Hyeok Chang
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YOUR PARTNER FOR THE BEST QUALITY
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TEST REPORT

411, Dawoon Dong, Joong—Gu, Ulsan, KOREA TEL 82-52-220-3000 FAX 82-52-220~3001

Report No : TAU-014677 Receipt Date : Sep.07.2011
Client : Jong—Chul Lee Test Completion Date : Sep.21.2011
KUKIL INNTQOT CO.,LTD,

#437, Kumdan—Ri,Woongchon—Myun, Ulju-Kun, Ulsan,Korea,

Sample : EPDM RUBBER

TEST RESULTS
TEST ITEM | UNIT : SAMPLE:  RESULT | TEST METHOD

Odor&Taste I T No Defects : KS M 6613 : 2007 B

Pb ..l mLT T NotDetectediKSMeSEiaON)
Ld .d...m/_ | NotDetected:KSM6B13:2007()
Ho o .M/, |  NotDetected KSMS3:20070)
AS ... mL . NotDetectediKSME613:2007()
o . w .. Not Detected: KS M 6613 : 2007()

.......... m———————a SRR S S

(*) By The Clinet : After leaching fo applying the KS M 6613 : 2007, this item was analyzed by KS M 0032  2004(iCP)
USAGE : QUALITY CONTROL

NOTE :

an
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1. The test results on this test report are only limited to the samples and sample names provided by
the customer and KTR do not guarantee the quality of all products of the customer.

2. This test report shall not be used for public relation, advertisement, lawsuit and any other purposes
outside the scope of its defined usage.

ae-Boon Leo Ryuny-fe Lee

Prepared by Jae—Soon Lee Reviewed by Kyung-Je Lee
Tel: +82-52-220-3165 Technical Manager
E-mail: bio2875@ktr.or.kr E-mail: dsbcar@kir.or.kr

Sep.21.2011
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